Machining GLASS (SURFACE)

CONPROFE

Conprofe Ultrasonic Tool Holder +
Conprofe Solid PCD Micro-edge Flat End Mill

RESULTS (1/2)
Thickness: 0.15mm — 0.072mm
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RESULTS (2/2)
Surface Quality
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Roughness(nm) Solid PCD Micro-edge Flat End Mill

EP Tool

Conprofe Solid PCD
Micro-edge Profiling End Mill
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Machined position
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RESULTS (1/2)
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RESULTS (2/2) Roughness Change over No.of Workpieces Machined
Roughness <400nm Solid PCD Micro-edge Flat End Mill
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No.of Workpieces Machined
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